Table 3-35: CO, Emissions from Aluminum Production

Year Tg CO, Eq. Gg

1990 6.3 6,315
1991 64 6,429
1992 6.3 6,306
1993 5.8 5,764
1994 5.1 5,146
1995 53 5265
1996 5.6 5,580
1997 5.6 5,621
1998 5.8 5,792
1999 59 5,895

2000 54 5410




